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Airfield Differences From 

Highways

Â Individual Tire Loads Approaching 60K

ÂTire Pressures

ÂSpeeds

ÂLonger Wheel Base

ÂFOD

ÂGrooving

ÂJet Blast

ÂDrainage
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Use of State Specifications?
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Mix Design Target Voids are 3.5%
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Reasons that Good Compaction 

is Needed

ÂTo Minimize Additional Consolidation

ÂTo Minimize Permeability

ÂTo Prevent Excessive Oxidation of the 

Asphalt Mixture

ÂTo Provide Adequate Shear Strength
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Density Requirements
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Braking Action and 

Locked Wheel Turns
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Jet Blast
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